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Abstract

The study examined the impact of different operating conditions of 2219 aluminium (Al) sheets and
304 stainless steel FSW. Recently, the FSW procedure has been utilised to fastening various materials
as it was able for conventional fusion welding techniques to remove local casting errors. The
microstructure and mechanical characteristics of the weld nugget depend primarily on several FSW
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